LigTech

DPF - SiC Canning Procedure

Precaution

Always handle the segmented SiC DPF with the transportation strips, rubber
bands on. Only to be removed just before canning.

The filter must not be wet or humid before canning, since the sections will fall
apart.
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Always use the circumference and from
here calculate the diameter and canning %
pressure.
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